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Abstract

The use of formamide (FA) as an alternative capping ligand to oleylamine
(OLA) during the preparation of Cu,ZnSnS (CZTS) nanoparticle inks was
investigated. Photoluminescence properties of the selenised CZTS absorber
layers revealed quasi-donor acceptor pairs (QDAP) as the main transition
for carrier recombination with similar electrostatic potential uctuations in
both type of ligands. In OLA layers the transition shifts from QDAP to
band-impurity as temperature rises. Solar cell devices fabricated from FA
Cu,ZnSn(Se,S) were shunted due to the high porosity of the Im while in

contrast, the combination of FA+OLA absorber yielded reduced back con-
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tact barrier height, lower series resistance and higher Il factor and e ciency
compared to OLA devices. This is a direct result of the removal of the ne
grain carbon rich layer from the back contact interface usually present in

Ims prepared with OLA only.

Keywords: Cu,ZnSn(S,Se), Thin Im solar cells, Photoluminescence (PL),

Formamide




1. Introduction

As a promising thin Im photovoltaic material, kesterite Cu,ZnSn(S,Se)
(CZTSSe) has attracted continual research interest for a marketable and
industrial relevant photovoltaic technology. The current record of 12.6%
has been obtained with a solution approach using reactive hydrazine as the
solvent (Wang et al., 2014). In a less hazardous environment, £AnSnS
(CZTS) nanopatrticle inks annealed in the presence of Se has resulted in a
device with e ciency as high as 9.3% (Hages et al., 2016). However, one of
the current limitations of this method is the presence of a ne grain (FG) layer
between the CZTSSe large grain (LG) layer and the back contact which is
likely to reduce device performance via carrier recombination through traps,
interface states and increased grain boundary density. This FG layer is a
direct result of the use of a long carbon chain ligand, oleylamine (OLA),
for the nanopatrticle inks synthesis step. Alternative nanopatrticle ink-based
approaches have also been suggested (Wang et al., 2016).

Huang et al. recently suggested the use of formamide (FA) instead of OLA
to produce single CZTS absorber layer without the FG layer (Huang et al.,
2015). Surprisingly, despite a complete comparison of the microstructure
properties of the absorber layer (Huang et al., 2016), there is no functional
device reported from nanoparticle synthesized with FA. In this paper, we
demonstrate working solar cells using a dual ligands approach via a stack of
FA and OLA based absorbers: the FA absorber is used to provide a reduced
back contact barrier height while the OLA absorber ensures a functioning
pn-junction. Furthermore, the detailed luminescence properties of the two

types of absorber and device parameters of working solar cells using dual
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ligands are presented.

2. Theory

Vo de cit remains the major obstacle to achieving higher e ciency in
kesterite solar cells. The presence of a random distribution of unscreened
charged defects which creates electrostatic potential uctuations of the va-
lence and conduction bands has been suggested as a cause of sSéyede cit
in kesterite devices (Gokmen et al., 2013; Bourdais et al., 2016; Courel et al.,
2017). These charged defects can be either acceptors or donors but in the
case of highly compensated semiconductors such as CZTSSe, both types are
present. Electrostatic potential uctuations are characterised as a constant
bandgap with parallel shifts in the valence and conduction band energies as
shown in Fig.1. The presence of such uctuations in the energy bands of a
semiconductor results in absorption tails located at the bandgap edges. The
exponentially decaying band tail states with energy less than the semicon-
ductor energy bandgafE, results in a broad asymmetric photoluminescence
(PL) spectrum (Levanyuk and Osipov, 1981; Shklovskij and Efros, 1984).
Such behaviour can also be explained by the presence of bandgap uctua-
tions caused by microscopic variations in the stoichiometry of the kesterite
material and/or the presence of secondary phases (Scragg et al., 2015).

Evidence of the presence of an electrostatic potential uctuation is the
signi cant red-shift of the energy of the maximum of the PL peakEp, ) com-
pared to the bandgap of the material. In materials su ering from this prob-
lem, the electrostatic potential uctuation ( ) can be estimated by (Dirn-

storfer et al., 1998):
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4 Nj2.2
s= ¢ N (1)

4 Or My Mg

wherem; is the reduced e ective mass given byn, = (memy)=(mMe+ My), Me
is the e ective electron massm, is the e ective hole massmg is the electron
mass, ~ is the reduced Planck's constant, o is permittivity of vacuum,
is relative permittivity (or dielectric constant) and N; is the total charged

defect density (both radiative and non-radiative).

NN Conduction band tail
Donor cluser band

Enegy

Acceptor cluser band
Valence band tail

Position

Figure 1: Schematics of electrostatic potential uctuation where a strong perturbation

of the energy bands is caused by a high density of localised charged defects resulting in
deeper band-tail states (the solid colour shows a potential well region). Possible radiative
transitions are shown: quasi donor acceptor pair (QDAP), band-impurity (Bl), band-band

(BB), tail-impurity (Tl) and band-tail (BT).

The spectral shape of emission lines from a semiconductor with uctu-
ating potential of the energy bands is determined by the density of states

(DOS) of charge carriers. A model has been proposed where the absorption
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tails due to an electrostatic potential uctuation are treated like defects. The
low energy tail of emissiond(E) can therefore be described by (Siebentritt
et al., 2006):

(E Eo) °

I(E) exp 52

(2)

whereEg is the average emission energy in the case of uctuating potentials
(Siebentritt et al., 2006). The values of , and thereforeN;, can be deduced
from the defect-model Gaussian t.

There are two main models for understanding the dominant recombina-
tion mechanism involving sub-bandgap defect states in CZTSSe: (i) electro-
static potential uctuation as previously detailed and (ii) quasi donor accep-
tor pair (QDAP) model (Yu, 1977; Schumacher et al., 2006) and both are
fundamentally linked. The QDAP model describes the distribution of radia-
tive donor/acceptor states (which are a proportion of\,) that contribute to
this potential uctuation. The spectral position of the QDAP PL maximum

Ep. can be described as (Schumacher et al., 2006)

e

0rS

EpL = Eq (Ep+ Ep)+ 7 (3)

where Ep and E, are the donor and acceptor energy levels separated from
the conduction band minimum (CBM) and valence band maximum (VBM),
respectively ands is the separation distance between donor and acceptor.

The last term in Eq.(3) describes the Coulomb potential which exists due
to the attraction of the donor- and acceptor-like defects. A blue-shiftikp, is

observed with increasing excitation intensity. More donor and acceptor states
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become populated with escalating intensity, reducing the separation between
these charge clusters and increasing their Coulomb interaction. This induces
a shift of the emission peak towards higher energy and is a charcteristic
of QDAP recombination observed in excitation-dependent PL spectra (Yu,
1977).

Previous reports (Gershon et al., 2013; Tai et al., 2015) have estimated
the QDAP density using Eq.(3) by making the following assumptions (i) at
low laser intensity, the spatial separation of charged defects is large enough
such that there is no Coulombic interaction between the charged acceptor
and donor clusters and (ii) there is maximum Coulombic attraction when
all QDAP states are occupied which occurs when the QDAP peak saturates.
Thus, the average separation distance between donor and acceptor can be
estimated by equating the magnitude of blue-shift to Coulombic interaction
term in Eg. (3). Consequently, the QDAP densityNp can be estimated by
assuming (Shklovskij and Efros, 1984)

1
AN, 3
3

S =

(4)

3. Materials and methods

3.1. Ink synthesis, precursor deposition and CZTSSe growth

CZTS nanopatrticles in this study were produced by injection of metallic
precursors and sulphur into a hot solvent (more details about the nanoparti-
cle synthesis are given in supplementary material). Oleylamine (OLA) with

long hydrocarbon chain was rstly chosen as the capping ligand to prevent
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the agglomeration of nanoparticles during fabrication (CZTS nanoparticles
referred to as CZTS OLA) (Qu et al., 2014). Alternatively, formamide (FA)
was chosen as the solvent in the synthesis of CZTS nanopatrticles (referred
to as CZTS FA) (Huang et al., 2015). The resulting nanoparticle inks are
then spin coated on Mo-glass substrates to make CZTS thin Ims (Qu et al.,
201@). The thin Ims comprising CZTS nanoparticles were selenised in a
tube furnace in order to promote grain growth, resulting in CZTSSe ab-
sorbers. Selenium pellets were placed directly under the substrate of the
as-deposited precursor thin Ims encapsulated in a graphite box. The fur-
nace was evacuated (6.0 x 16 mbar) and an argon atmosphere ( 10 mbar)
was provided before the temperature was increased 20 C /min) to 500

C. This temperature was then held for 20 minutes before being cooled down
rapidly (20 C /min) as detailed elsewhere (Qu et al., 2013.

3.2. Device fabrication

Solar cells were fabricated from the CZTSSe thin Ims by the sequential
deposition of CdS/intrinsic ZnO (i-ZnO)/indium tin oxide (ITO)/Ni-Al lay-
ers on top of the Mo/CZTSSe absorber. Chemical bath deposition was used
to forma 55 nm CdS bu er layer followed by magnetron sputtering of the
transparent oxide layers ( 35 nm ofi-ZnO and 200 nm of ITO). The
devices were completed by deposition of the front contact grid via electron
beam evaporation of Ni ( 50 nm) and Al (1 m) through a shadow mask.

Nine 0.16 cn? cells were de ned by mechanical inscription.

3.3. Characterisation

The structure of the CZTSSe thin Ims from di erent CZTS was exam-

8
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ined using X-ray di raction (XRD) carried out with a Siemens di ractometer
using a Cu Ka radiation source. Raman spectroscopy was performed with a
Horiba microscope using a 632.8 nm HeNe ion laser. The thin Im morphol-
ogy was determined using a Tescan scanning electron microscope (SEM) at-
tached with Oxford Instruments energy dispersive X-ray spectroscopy (EDS)
kit. The solar cell e ciency was measured using an Abet Technologies solar
simulator at 1-sun (100 mwW/cn?) illumination with a simulated air mass
1.5Global spectrum. The PL spectra were measured using a Horiba Jobin
Yvon fully automated spectrometer tted with an InGaAs PMT detector
cooled to -30C to reduce noise. A 532 nm continuous wave diode-pumped
solid state (CW-DPSS) laser was used as an excitation source. All PL mea-
surements were performed on selenised absorber layers deposited on Mo
coated glass. Further details of the experimental PL setup can be found
in the supplementary information section. Elemental depth pro ling was
performed by glow-discharge optical emission spectroscopy (GDOES, Horiba

GD-pro ler 2) using an Ar plasma with a crater size of 4 mm in diameter.

4. Results and Discussion

4.1. Material properties

XRD was rst used to con rm and compare the crystal structure of the
selenised Ims. In addition to the peaks belonging to Mo and MoSgboth
spectra reveal distinct peaks of (112), (220), (312) planes that can be assigned
to kesterite CZTSe (PDF 052-0868) as shown in Fig.2a. However, these
characteristic peaks are slightly shifted to higher angles as residual sulphur

is present in the lattice (from EDS data Supp.Table 1). Due to the increased

9
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Figure 2: (a) XRD patterns and (b) Raman spectra of selenised CZTSSe absorber made
from CZTS OLA and CZTS FA nanoparticles. The distinct XRD peaks in (a) matchl
with the reference pattern of CZTSe (PDF 052-0868) given at the bottom.

Cu/(Zn + Sn) and decreased Zn/Sn ratio, a zinc loss process was observed
after selenisation for both samples. In addition, a di erence in the selenium
and sulphur exchange process (i.e. Se/(Se+S) ratio) is observed between the
two samples. For the CZTSSe OLA sample, 89% of sulphur is replaced by
selenium and this increases to 98% for the CZTSSe FA sample. Compared
with the dense CZTS OLA precursor Im, the porous structure of the CZTS
FA sample (see Supp.Fig.1) is likely to facilitate more selenium di usion and
incorporation into the thin Ims.

The crystal quality of both samples was further studied by Raman spec-
troscopy to rule out possible binary and ternary compounds existing in the
samples. As shown in Fig.2b, the two sharp peaks at 172 and 195 ém
and a weak peak at 235 cmt correspond to CZTSe (Cao et al., 2012). The
shoulder peak at 245 cm! belonging to MoSe that formed at the back con-

tact has low density when measured from the top of dense and homogeneous

10
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Ims (Luckert et al., 2011). Additionally, for the CZTSSe OLA sample, a
wide peak at 328 cm? can be attributed to the A1 mode of residual CZTS
(Qu et al., 2016). This peak is negligible for CZTSSe FA sample as only
2% S remains in this sample after the selenisation process. Although derived
from di erent solvent systems, both CZTSSe thin Ims have a high quality

kesterite crystal structure with no obvious secondary phases observed.

(a) (b)

Figure 3: Cross-sectional SEM images of selenised absorber made from (a) CZTS OLA
and (b) CZTS FA nanoparticle Ims. The depth pro les of carbon measured by GDOES
across the absorbers are given as the red curve in the gures, which are a qualitative

indicator of the carbon-rich FG layer.

Further to the crystal property study above, the cross-sectional morphol-
ogy of thin Ims after selenisation are given in Fig.3. The CZTSSe OLA
thin Im, shown in Fig.3 a reveals a four-layer structure. The bottom layer
is the columnar grain structured Mo with MoSe layer on top formed under
the selenium-rich annealing conditions. Above the substrate, the CZTSSe
absorber is composed of a bilayer structure with a top layer consisting of
densely packed large grains (LG) and a bottom layer composed of ne grains

(FG). In CZTSSe FA thin Im however, the absorber is only composed of a

11
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single LG CZTSSe layer as shown iRig.3b in agreement with (Huang et al.,
2016). Fig.3 also shows the relative carbon depth pro les in both absorber.
CZTSSe OLA shows the characteristic high concentration of carbon in the

FG layer while CZTSSe FA present a uniform signal throughout the absorber.

4.2. Excitation-dependent PL

The power-dependent PL spectra of the OLA and FA samples, measured
at 6 K under equivalent experimental conditions, are presented in Fig.4. The
luminescence for both samples is dominated by a broad asymmetric band
with peak energies of 0.91 ( 0.86) eV for OLA (FA) samples. The lower
peak energy value of the FA sample could be attributed to the higher Se
content, see Supp.Table 1. From the gure, the saturation of the PL peak is
evident as all the defect states become populated with increasing excitation
intensity.

The blue-shifting PL peak together with the emergence of a higher-energy
shoulder at higher excitation intensity observed in both OLA and FA samples
are indicative of QDAP defects as the dominant recombination mechanism.
The signi cant shift to lower energy of the PL peak compared to the energy
bandgap E,) of the absorber and broad asymmetric PL spectra also sug-
gest the presence of charged defect clusters forming band tails, which con-
sequently induce electrostatic potential uctuations in the conduction and
valence bands of the material.

The emergence of a higher-energy shoulder upon saturation of the PL
peak is a further indicator that the lower-energy luminescence does not in-
volve the bands. When the QDAP defects contributing to the PL peak

saturate, further excitation injects carriers into extended band-type states

12
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Figure 4: Excitation intensity dependencies of PL spectra in sample OLA (a) and sample
FA (b) measured at 6 K.

and radiative recombination involves band-impurity or band-tail emission.
A higher-energy shoulder was observed in both samples at excitation inten-
sity exceeding the saturation threshold.

A power relationship | Pk was suggested (Schmidt et al., 1992) as a

means of determining whether recombination is band-to-band BB 1) or

13



involves defect statesk <1), as previously discussed.Thk power coe cient

is evaluated by measuring the gradient of log-log plots ¢{P) as shown in
Fig.5. For OLA sample, the estimated value ok is 0:75 0:02 However,
the plot for the FA sample suggests two linear regions which can be tted by
the power relation, with estimatedk values of1:23 0:06 and 0:70 0:02

It should be noted that k >1, while suggesting BB transitions, is not a
general behaviour and it has been shown valugs>1 can also be observed
for defect-related transitions involving neutral donors in CZTSSe absorbers
(Levcenko et al., 2016). Nonetheless, it appears that several defect-related

recombination mechanisms are present in the FA sample.

JRRIAN
B
AL
AY
A %
LB
~ &’A (}-’0 %
I ,@
.-’Q-’
o
’ A
S = &

Figure 5: Log plot of the integrated PL intensity | as a function of excitation power for
sample OLA and FA at 6 K.

The shapel(h ) of the PL spectra were tted with the emperical double
sigmoidal function proposed in (Krustok et al., 1999; Yakushev et al., 2017),
see Supp.Fig.3. Thus, the blue-shift magnitude E can be derived and

QDAP separations is derived from

14
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E= (5)

and substituting for s in Eq.(4) yields QDAP densityNp. The calculated and
experimental values of the dielectric constant and e ective mass for CZTSSe
from previous reports were used (Persson, 2010; Gunawan et al., 2012). The
t of the low energy tail of emissions described by Eq.(2) yields the average
amplitude of electrostatic potential uctuations and the total defect density

N; can be derived using Eq.(1). It should be noted that oscillations in the
PL signal around 0.9 eV are due to water vapour absorption.

The optical parameters of OLA and FA absorbers are summarised in
Table 1. Both samples show evidence of the presence of a uctuating electro-
static potential with similar average amplitude and are comparable to those
observed in hydrazine-based CZTSSe samples studied in (Gokmen et al.,
2013). The QDAP density in sample FA ( 10! cm 3) is several orders of
magnitude less than the OLA samples (10® cm 2), whereasN; in all sam-
ples is similar ( 10*° cm 2). The smaller proportion of QDAP defects to
total defects in sample FA suggests a larger number of non-radiative defects
are present in the sample. The QDAP defect clusters also have a greater
spatial separation in sample FA. In the uctuating electrostatic potential
model, electrons and holes are spatially separated and localised in potential
wells within the valence and conduction bands as in Fig.1. In that case, any
likely radiative recombination process requires the tunneling of charge carri-
ers, thus an increase in the separation distance of the charged defect centres

lowers the probability of a radiative transition.

15
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OLA FA
EpL (MeV) 0.907 0.861
E (meV) 29.6 19.0
k 0.75 (1)1.23
(2)0.70
(meV) 57.5 51.2
E, (MeV) (1)60:3 82 393 33
(2)7:6 06
Eo (meV) 0.923 0.873
Defect spacings (nm) 6.05 15.87
QDAP density Np (cm 3) 1.08 x 168 5.97 x 18°
Defect densityN; (cm 3) 9.34 x 10° 6.98 x 10°

Table 1: List of optical parameters of samples OLA and FA.

4.3. Temperature-dependent PL

Temperature-dependent PL was measured using a laser power just below
the power at whichEp_ saturates for each sample, meaning the PL emission
likely stems from pure QDAP recombination.

Fig.6 shows the PL spectra of the OLA and FA samples as a function of
temperature for a xed laser power. At 6 K, the spectrum is dominated by
apeak at 0.91 ( 0.86) eV for the OLA (FA) sample. For the OLA sample,

16
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Figure 6: Temperature-dependent PL of sample OLA and FA with laser power below peak

saturation intensity to avoid band-related recombination.

increasing the temperature causes this peak to red-shift up to approximately
100 K before blue-shifting. This behaviour has also been observed by Dirn-
storfer et al. in CulnGaSe (CIGSe) (Dirnstorfer et al., 1998) and by Lin et

al. in CZTSSe (Lin et al., 2015). The behaviour can be explained by assum-

ing carriers are trapped in di erent potential wells due to a lack of complete

17



thermalisation, leading to an incomplete lling of the least energetic wells.
Upon increasing temperature, the carriers become more dynamic and popu-
late the deepest wells leading to a red-shift &p_ . When all carriers occupy
deeper potentialsEp, reaches a minimum at the characteristic temperature
of T=100 K for sample OLA. If the temperature is increased beyond the

characteristic temperature, there is a blue-shift irEp |, as shown in Fig.7a.

@) . . . . (b)

Figure 7: (a) Evolution of PL peak positions with increasing temperature T for sample
OLA and FA, and (b) Arrhenius plot of the integrated intensities of the PL spectra of
sample OLA and FA. A two-defect model was used to t the experimental data for sample

OLA whereas a one-defect model was used to t the sample FA data.

The more distant carrier pairs are increasingly transferred to the bands leav-
ing the close pairs thus producing a blue-shift in the emission peak. This
red-shift to blue-shift behaviour inEp, is indicative of the competition be-
tween QDAP transitions and band-impurity (BI) transitions with increasing
temperature (Toginho Filho et al., 2005). Also it was observed that tempera-
ture dependence oEp is di erent for both types of recombination (Bacewicz

et al., 2003), where a red-shift suggests QDAP recombination and a blue-shift

18



indicates Bl transitions. This is in agreement with the results of this study.

Sample FA only exhibits a red-shift inEp_ before the emission is quenched
140 K, indicating that QDAP recombination is the only radiative mecha-

nism. A schematic of the proposed recombination mechanisms for both types

of absorber is illustrated in Fig. 8.

Figure 8: Schematic of proposed recombination mechanisms in OLA and FA absorbers
(a) at low temperature, carriers are trapped in di erent potential wells and least energetic
wells are not completely lled. As temperature increases, carriers become more mobile and
populate the deeper wells causing a red-shift ifep . of QDAP transition in both absorbers,
(b) above the characteristic temperature (100 K) in OLA absorber, the potential wells are
lled and carriers are thermalised to the bands and radiative recombination occurs via
Bl transitions with a blue-shift in Ep, (c) in FA absorber, there are a higher proportion
of non-radiative defect levels and non-radiative recombination (NRR) is more prevalent,

preventing the deeper wells from being completely lled.

To determine the activation energy of the defects involved in the recombi-

nation process, a one activation energy model was proposed (Krustok et al.,

19
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1997) in the form:

lo

(1) = 1+ CT2+ C,T2exp = (©)
wherelg is the integrated intensity extrapolated to T= 0 K, k is the Boltz-
mann constant, C; and C, are the process rate parameters and, are the
thermal activation energies for the involved defect states. Eq.(6) was used
to t the Arrhenius plots of both samples, the tted curve for sample FA is
shown in Fig.7b. The one activation energy model provides a good t to the
experimental data for sample FA. However, the tted curve is not accurate in
the higher temperature regime of the Arrhenius plot for sample OLA. There-
fore, a two activation energy model in the form of Eq.(7) (Luckert et al.,

2011) was used to t the experimental data:

1(T) = lo @)

1+ Ciexp 52t + Coexp a2

Here E,; is the rst activation energy, which is dominant for the high tem-
perature region (T> 100 K for sample OLA) andE,; is the second activation
energy, which is dominant for the low temperature region (¥100 K for
sample OLA).

By applying the above models values for activation energiesiBf;= 63.0
82 meV, E»,=76 0.6 meV and E;=393 3:3 meV were determined for
sample OLA and FA, respectively. These values are in reasonable agreement
with those reported in (Oueslati et al., 2015) where GZnSnSg thin Ims
were studied. The authors proposed a recombination model with an acceptor

level above the valence band and a shallow donor level below the conduction

20



band with an electrostatic potential uctuation in the valence and conduction
bands of the semiconductor.

For sample OLA at temperatures above the characteristic temperature
the shallow donor is ionised and the transition changes from QDAP to BI
transition. The Bl recombination involves electrons in the conduction band
and distorted acceptor levels above the valence band. Conversely, sample
FA did not exhibit this change in recombination mechanism and con rms
QDAP transitions are the dominant recombination process. By considering
the activation energy of the defect levels in the OLA and FA absorbers in
conjunction with the kesterite defect study by Chen et al., it is speculated
that a defect complex (\ey  + Zncy*] or [Znsn? + 2Znc, ")) is present in
sample OLA while a shallow acceptor antisite defect (\, or Cuz,) is present
in sample FA (Chen et al., 2013).

4.4. Device fabrication and analysis

FA and OLA CZTSSe absorbers were made into complete device struc-
tures as described earlier. While OLA-based device performed reasonably
well (see later analysis) it was not possible to fabricate working solar cells
using FA CZTSSe. Although Fig.3b showed a uniform FG layer-free ab-
sorber, large pores and voids are still present in the Ims even after a double
selenisation process to densify the Ims (as shown in Supp.Fig.2). As a re-
sult, any device made using FA CZTSSe resulted in shunted diode with no
power output. In an e ort to remove the FG layer from the interface with
the back contact in a working device a dual layer structure was prepared:

a FA CZTS precursor was selenised to provide a carbon poor back contact
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interface while OLA CZTSSe was used on top to provide a compact, void-free
absorber. This results in the FG layer being sandwiched between two LG

layers.

Figure 9: Cross-sectional SEM image of the device with a dual layer structure. Focused
ion-beam was used to prepare this specimen. The bright areas in the FG layer are indicative

of a secondary phase identi ed as ZnSe from EDS.

Furthermore, any voids between the CZTSSe FA grains are lled with the
FG CZTSSe OLA material to ensure a continuous Im as shown in Fig.9.
The distribution of cell parameters of all devices across the substrate are
shown in Fig.10. For both types of device, open circuit voltaged/{.) and

Il factor ( FF) variations are uniform across each substrate.
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Figure 10: Box plots of the distribution of (a) e ciency, (b) Vo, () Jsc and (d) FF of all

devices on each substrate.

The OLA devices showed greateY,. (40 mV on average) compared to
OLA+FA while FF was signi cantly lower (13%). Typical illuminated series
resistance R, ) for an OLA cell was 2.9 cn? compared to a lower value of
0.6 cm? for an OLA+FA cell with illuminated shunt resistance (Rsp, ) values
of 175 and 122 cm? for OLA and OLA+FA cells, respectively. The short
circuit current density (Jsc) values were similar across both type of devices

resulting in OLA+FA based devices outperforming those made from OLA

23


w13038698
Highlight


only absorber. The light and darkJ-V curves together with parameters of
the best performing devices from each type of absorber are shown in Fig.11a
and Table 2.

In-depth analysis of the most e cient OLA+FA device showed reduced
series resistanceRsp = 3.8 cm?) compared with the OLA only device
(Rsp =7.3 cm?). The temperature dependence of the dark series resistance
(Rs:p) was studied. Using a standard diode analysis of a thin- Im solar cell
(Sites and Mauk, 1989; Hegedus and Shafarman, 200R), is extracted from
the y intercept of the dv/dJ versus1/(J+J ) plot according to

CZTSSe FF Voc Jsc RS;L Rsh;L n Jo
cell (%) (%) (V) (@MAlcm? ( cn?) ( cmd) (mA/cm ?)
OLA 36 394 0.37 24.5 2.86 175 401 4.82x10
OLA+FA 40 54.3 0.32 23.8 0.57 122 1.96 2.75x 10

Table 2: Device parameters for the CZTSSe cells at room temperatureRg.| , Rsp , N
and Jo are the series resistance, shunt resistance, ideality factor and reverse saturation
current respectively, measured using the lightJ-V data. All parameters were determined

using methods described in (Hegedus and Shafarman, 2004).
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Figure 11: (a) Light (thick curves) and dark (thin curves) J-V charactersitics of OLA and
OLA+FA CZTSSe solar cells. Solid circles mark the cross-over point between light and
dark J-V curves, (b) temperature-dependent dark series resistance and (c) barrier height

extraction from In(RsT) vs 1/T plot, the dashed line is the t to Eq.(9).
25



o

\ nkT
EVRRA N S} -

wheren, k, T, g and J are the diode ideality factor, Boltzmann constant,
temperature, electron charge and photogenerated current density, respec-
tively. Dark (as opposed to illuminated) series resistance was chosen to avoid
any light-induced uctuations in the series resistance that may occur under
illumination. In this case, J. = Jsc=0.

Fig.11b shows the diverging dark series resistance of the OLA and OLA+FA
cells towards lower temperatureRs.p of the OLA cell increases 17 fold from
300 to 130 K compared to only 4 fold increase for the OLA+FA cell. An
explanation for this diverging series resistance is the presence of a blocking
back-contact (Schottky) barrier as proposed by (Gunawan et al., 2010). The
presence of the barrier would act to suppress the hole transport across the
Mo back contact to the CZTSSe absorber layer. In this Schottky diode model

, the total series resistancé..p in the solar cell is given by

k BH
Rsp = Ro+ A TEXp KT 9)

where A is the e ective Richardson constant, ., is the barrier height, Ry

is the background series resistance, due to top contact and bulk resistance
which is usually small and approximately constant and therefore neglected
in this analysis. From In(RsT) versus1/kT plot, EQ.(9) is tted to the
high temperature region (low1/kT ) of the curve and the slope yields a
barrier height _, of 15.6 and 35.8 meV for the OLA+FA and OLA cells,

respectively (see Fig.11c). The low barrier height for the OLA+FA device
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could be considered a quasi-ohmic contact, as evidenced by loigr and
higher FF compared to the OLA device. A similar trend in device parameters
was reported by Gunawan et al. (2010).

Both devices showed crossover of the dark and lightV curves, as indi-
cated by the solid circles in Fig.11la. These crossover points occur at a lower
current value for the OLA cell than the OLA+FA cell also demonstrating the
presence of a larger barrier in the OLA device (McCandless et al., 1998). An
alternate explanation for the observed divergence &, has been hypothe-
sised. Admittance spectroscopy analysis of CZTSSe solar cells by (Gunawan
et al., 2012) showed the apparent divergent behaviour iRs.p arises out of
a carrier freeze-out e ect due to lack of shallow acceptors in the CZTSSe
absorbers.

The temperature dependence af for both devices are shown in Fig.12a.

It is evident that the ideality factor for both types of device increases above
two as temperature reduces, suggesting a mechanism other than Shockley-
Read-Hall (SRH) recombination is present. Regarding SRH recombination,
n assumes values between one and two and is almost independent of temper-
ature. A number of factors in uence the value o, such as recombination
centre(s) energy, their capture cross-section, distribution and location within
the absorber. (Hegedus and Shafarman, 2004; Rau, 1999; Walter et al., 1996;
Courel et al., 2017).

One explanation for the temperature dependent behaviour aof arises
from a tunneling-enhanced recombination mechanism, where the SRH re-
combination rate is augmented by contributions from tunneling (Rau, 1999;

Nadenau et al., 2000; Hurkx et al., 1992). Tunneling enhanced recombina-
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tion can occur (i) in the depletion region of thepn-junction due to high
densities of mid-gap defect statesb(ilk-dominated tunneling-enhanced re-
combination) and (ii) at the heterojunction between absorber and bu er due
to high densities of interface defect statesir{terface-dominated tunneling-
enhanced recombination). Such a tunneling-enhanced recombination model
is frequently applied to Cu(In,Ga)(S,Se) (CIGSSe) and CdTe based solar
cells (Courel et al., 2017) where the tunneling-enhanced recombination cur-
rent is found to increase with increasing characteristic tunneling energf4o)
and decreasing temperature. Application of this model reveals a continuous
transition of n to values greater than two as the temperature is decreased,
similar to the ideality factor data for the CZTSSe devices presented here.

In considering bulk-dominated tunneling-enhanced recombination mech-

anism, the ideality factor can be expressed as

+ — (10)

whereEqg is the characteristic tunneling energy and&T is the characteristic
energy of the distribution of trap states near the band edge associated with
band-tailing or potential uctuations (Hages et al., 2014). Fitting Eq.(10)

to 1=n versusT plots in Fig.12b yields an estimate o0&, values of 19.3 and
19.8 meV for sample OLA and OLA+FA respectively, comparable to values
determined by Hages et al. (Hages et al., 2014). Nadenau et al. showed
a close relationship between open-circuit voltag€,. and the characteristic
tunneling energy Eq, Where a link was established between e ciency gain
in use of Ga-rich CuGaSgabsorbers and decreased tunneling rates. They

suggest device modi cations such as the change of CdS deposition tempera-
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ture have bene cial e ects of loweredEy, and increasedV,. (Nadenau et al.,
2000).

It is apparent that a tunneling enhanced mechanism dominates in both
devices at low temperature with a reducing tunneling contribution a3 ap-
proaches 300 K. The possibility ofnterface-dominated tunneling-enhanced
recombination was considered but discounted following analysis of the ex-
perimental data, further details of which can be found in supplementary

information section.

@) (b)
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Figure 12: (a) Temperature-dependent ideality factorn and (b) 1/n(T) vs T plot. The

solid tted lines to the data represent a t to Eq.(10) for the measured data.

5. Conclusion

The luminescence properties of CZTSSe thin Im layers prepared from
CZTS nanoparticle inks have been investigated with respect to the ligand
type used during the nanocrystal synthesis.It is suspected that QDAP is

the dominating recombination mechanism in both type of absorbers showing
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similar level of potential uctuation (50 meV). The temperature dependent
PL analysis revealed a shift in recombination mechanism in OLA CZTSSe
from QDAP to Bl as temperature increases while QDAP remained the sole
recombination process in FA CZTSSe. Due to the porosity of the FA CZTSSe
layer it was not possible to produce solar device however when using a dual
layer FA+OLA this was found to outperform devices based on OLA CZTSSe
alone. The main reason for this was the reduction of the back contact barrier
height in FA+OLA devices yielding lower series resistance and higher I
factor. This is a consequence of the removal of the ne grain layer at the Mo
back contact interface and gives promising new outlook for this particular

synthesis route.
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AppendixA. Supplementary material

AppendixA.1. Equipment details

The PL spectra were measured using a Horiba Jobin Yvon iHR320 fully
automated spectrometer tted with an InGaAs PMT detector cooled to -30C
to reduce noise. A 532 nm continuous wave diode-pumped solid state (CW-
DPSS) laser (MGL 111-532 200 mW) was used as an excitation source. Power-
dependent PL measurements were performed by adjusting the intensity of
the laser beam using the MGL PSU-III-LED controller. PL measurements
at varying temperatures were performed by placing the sample in a Janis
SHI-4-2 closed cycle refrigeration cryostat using compressed He gas coupled
with a Lakeshore Model 335 temperature controller. The laser light was
chopped and focused onto the sample inside the cryostat and luminescence
from the sample was focused into the entrance slit of the 320 mm focal
length monochromator, containing a grating with 900 grooves/mm. In order
to avoid higher order artefacts arising from laser radiation, the luminescence
was Itered with a long-pass Iter with a cut-o wavelength of 760 nm.
The chopped signal was detected with the themoelectrically cooled InGaAs
detector and ampli ed with a Stanford Research Systems SR810 DSP lock-in

ampli er connected to the chopper signal.

AppendixA.2. Nanoparticle synthesis

CZTS OLA recipe
1.34 mmol of copper(ll) acetylacetonate, 0.95 mmol of zinc acetylacetonate,
0.75 mmol of tin(IV) bis(acetylacetonate) dichloride were dissolved into 10

ml oleylamine (OLA) in a three necks ask connected to the Schlenk line.
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The reaction mixture was put under vacuum and purged with nitrogen twice
to remove residual water and oxygen dissolved in the solvent. After the de-
gassing process, the temperature of the mixture was then increased to the
reaction temperature of 225 C after which 3 ml 1M sulphur-OLA solution
was then injected into the solvent. The reaction solution was then held at the
reaction temperature for 30 min to allow the growth of the CZTS nanoparti-
cles. After reaction, the CZTS nanoparticles were collected and washed twice
using IPA and toluene. The CZTS OLA nanoparticle ink was prepared by

dispersing nanopatrticles into hexanethiol with the aid of sonication.

CZTS FA recipe
Firstly, 4.8 mmol of copper(ll) acetate monohydrate, 3.3 mmol of Sngl
3.12 mmol of ZnC} were dissolved successively into 20 ml formamide to
make the metal solution in a glass bottle. Next, 13.2 mmol thioacetamide
(TAA) dissovled into 10 ml formamide (FA) at room temperature in a three
necks ask connected to the Schlenk line. The TAA solution was put under
vacuum and purged with nitrogen twice to remove residual water and oxygen
dissolved in the solvent. After the degassing process, the temperature of the
mixture was then increased to the reaction temperature of 17C after which
2.5 ml metal solution was injected into the TAA solution. The reaction was
allowed to hold for 2 min before put the reaction ask into a cold water
bath to cease the reaction. After the reaction, ethanol and FA were used
to precipitate and wash the CZTS nanoparticles twice before suspending

nanoparticles in ethanol to yield the CZTS FA nanopatrticle ink.

Spin-coating

Approximately 50 | of the concentrated ink was applied onto a square (2.5
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cm x 2.5 cm) Mo-coated glass substrate at a speed of 1200 rpm for 5 seconds.
The samples were then dried on a hot plate at 150 ( 100) C for 30 seconds
and then at 300 ( 200) C in air for 30 seconds for OLA (FA) samples to
remove the residual solvents. The spin coating and soft-baking procedures

were repeated 10 times to yield thin Ims with a thickness of 1 m.

Supplementary Table 1: The composition of precursor and selenised Ims on bare SLG

Cu Se
Cu Zn Sn S Se Zntsn Zn=Sn Ser S
Solvent
(at%) (at%) (at%) (at%) (at%)
Precursor 240 162 141 457 079 115
OLA
Selenised 224 126 127 5.8 466 0.89 100 Q89
Precursor 218 163 128 491 076 130
FA
Selenised 190 122 112 19 b57 081 109 Q98

Supplementary Figure 1: Cross-sectional SEM images of precursor thin Ims made from
(a) CZTS OLA nanoparticles and (b) CZTS FA nanopatrticles.
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Supplementary Figure 2: Cross sectional and top view SEM images of the double selenised
CZTSSe FA thin Im. Five layers CZTS FA Im was selenised followed by the selenisation
of another ve layers CZTS FA on top to attempt densifying the absorber. As shown
in Figure (a), the double selenised CZTSSe FA thin Im is composed of two large grain

layers. However, the thin Im is still highly porous as shown in Figure (b).

Supplementary Figure 3: The PL spectrum (circle symbols) of sample OLA measured at
6K, tted with asymmetric double sigmoidal function (solid red line). The oscillation in

the PL signal around 0.9 eV is due to water vapour absorption.
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AppendixA.3. Interface tunneling-enhanced recombination

In the limit of interface-dominated tunneling-enhanced recombination
mechanism, the ideality factor follows
Eoo

_ Eoo
n= ﬁcoth T (A.1)

However, analysis oh(T) according to Eq.(A.1) did not provide a good t for
the experimental data, see Supp.Fig.4. Applying this model to the data yields
Eoo values of 56 and 64 meV for sample OLA and OLA+FA, respectively.
In order to ascertain which recombination mechanism is dominant in the OLA
and OLA+FA devices, the origin of the characteristic tunnelling energy can
be considered, according to (Rau, 1999)

- Na :

Ean = L
00 5 e

(A.2)

where~ is the reduced Planck constantN, is the net doping density ,m is
the e ective tunneling mass, and s is the dielectric constant of the semicon-
ductor material whose values determined by (Persson, 2010; Gunawan et al.,
2012) were used.

If bulk tunneling-enhanced recombination is assumed to be the dominant
mechanism, using Eq.(A.2) results in a net doping density of 6 x 10’ and
7 x 10" cm @ for the OLA and OLA+FA devices, respectively. The estimate
of the net doping density is reasonable under theulk-dominant tunneling
enhanced recombination mechanism, speci cally for recombination in the
space charge region (SCR) near the junction where high defect densities are

to be expected (Hages et al., 2013). However, using Eq.(A.2) to evaluate the
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net doping density fromEq values assumed under thénterface-tunneling
model givesN, values of 8 x 10 cm 3. This would indicate a substantially
high recombination current at the CdS/CZTSSe interface and would lead to
a signi cant reduction in Jsc. Such a reduction was not observed in either
device under study. Furthermore, Hages et al. state that thbulk tunneling-
enhanced recombination mechanism correlates with the potential uctuations

model (as discussed previously) froy(T) analysis.

Supplementary Figure 4: n(T) vs 1/KT plot. The dashed lines represent a t to Eq.(A.1).
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