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Abstract 18 

Harvesting solar energy to convert CO2 into chemical fuels is a promising technology to curtail the 19 

growing atmospheric CO2 levels and alleviate the global dependence on fossil fuels. However, the 20 

assembly of efficient and robust systems for the selective photoconversion of CO2 without 21 

sacrificial reagents and external bias remains a challenge. Here, we present a photocatalyst sheet 22 

that converts CO2 and H2O into formate and O2 as a potentially scalable technology for CO2 23 

utilisation. This technology integrates La and Rh-doped SrTiO3 (SrTiO3:La,Rh) and Mo-doped 24 

BiVO4 (BiVO4:Mo) light absorbers modified by phosphonated Co(II) bis(terpyridine) and RuO2 25 

catalysts onto a gold layer. The monolithic device provides a solar-to-formate conversion efficiency 26 

of 0.08±0.01% with a selectivity for formate of 97±3%. As the device operates wirelessly and uses 27 

water as an electron donor, it offers a versatile strategy toward scalable and sustainable CO2 28 

reduction using molecular-based hybrid photocatalysts.  29 



 

3 

 

Coordination complexes have long been explored for achieving the (electro)chemical CO2 30 

reduction reaction (CO2RR) and high selectivity with good durability has been reported in 31 

homogenous solution.1, 2 Hybrid systems employ immobilised molecular catalysts on the surface of 32 

a semiconductor, which allows their use in a range of solvents for efficient photocatalysis, including 33 

an aqueous medium.3-8 Ultimately, CO2RR requires coupling with sustainable oxidation chemistry 34 

of an abundant electron source such as water for such technologies to satisfy global energy 35 

demands.9 Therefore, particular effort has been focused on the development of standalone hybrid 36 

photoelectrochemical (PEC) cells, which can also couple CO2RR with water oxidation.10-14 37 

However, hybrid PEC cells suffer from scale-up problems due to the pH gradient and IR drops 38 

occurring during the PEC reaction.15 39 

Colloidal systems using particulate photocatalysts are an emerging alternative to PEC 40 

configurations as they benefit from a simpler design and potentially lower cost.16 However, 41 

sacrificial reductants are commonly required for CO2 conversion using hybrid photocatalysts due to 42 

the low oxidising power of the utilised photosensitiser unit, which cannot catalyse water oxidation.7, 43 

17-19 A nature-inspired artificial Z-scheme CO2 conversion system composed of a hybrid 44 

photocatalyst for CO2RR and a semiconductor photocatalyst for water oxidation could in principle 45 

cope with both the high selectivity of CO2RR and strong oxidation power. Nonetheless, the 46 

realisation of photosynthetic Z-scheme CO2RR systems remains a critical scientific challenge due to 47 

inefficient interparticle charge transfers as well as fiercely competitive side and back reactions such 48 

as proton reduction and oxidation of the products from CO2RR.20-22 To our knowledge, selective Z-49 

scheme CO2RR system based on particulate hybrid photocatalysts has yet to be reported.23 50 

Z-scheme-inspired photocatalyst sheets consist of two redox-complementary semiconductor 51 

particles fixed on a conductive layer that ensures charges relay while avoiding the side reactions 52 

associated with the use of redox mediators.24 As the reduction and oxidation reactions occur in close 53 
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proximity to one another on the photocatalyst sheet, the pH gradient and IR drop are largely 54 

suppressed.15 The photosynthetic activity of the photocatalyst sheet is thus scalable and avoids PEC 55 

limitations. 56 

Here, we report such a monolithic device, taking the SrTiO3:La,Rh|Au|RuO2-BiVO4:Mo sheet 57 

as an example, and immobilise a phosphonated cobalt(II) bis(terpyridine) molecular catalyst as CO2 58 

reduction catalyst on the surface in a straightforward manner. Solar irradiation of the device 59 

delivered formate (HCOO‒) from aqueous CO2 with 97±3% selectivity, accompanied by a 60 

simultaneous O2 generation in a stoichiometric 2:1 ratio with a solar-to-formate conversion 61 

efficiency (STF) of 0.08±0.01%. When the sheet device is irradiated with simulated sunlight, 62 

electron-hole pairs are excited in both SrTiO3:La,Rh and BiVO4:Mo. Electrons are transferred from 63 

the conduction band of BiVO4:Mo to the donor levels of SrTiO3:La,Rh through the gold (Au) layer. 64 

Simultaneously, electrons in SrTiO3:La,Rh reduce CO2 to HCOO‒ with the aid of the molecular 65 

complex functioning as a CO2RR cocatalyst, and holes in BiVO4:Mo oxidise water to oxygen with 66 

RuO2 species serving as an oxygen evolution cocatalyst. 67 

 68 

Device preparation and characterisation 69 

The photocatalyst sheet, SrTiO3:La,Rh|Au|RuO2-BiVO4:Mo, consisting of SrTiO3:La,Rh and 70 

RuO2-modified BiVO4:Mo (RuO2-BiVO4:Mo) particles embedded into a Au layer, was prepared by 71 

a previously reported particle transfer method.25 RuO2-BiVO4:Mo is expected to provide strong 72 

water oxidation power under visible light irradiation,26 whereas SrTiO3:La,Rh was chosen as the 73 

light absorber for CO2RR owing to its relatively negative conduction band (‒1.1 V versus NHE at 74 

pH 7).27 The sheet was subsequently modified with the molecular CO2RR cocatalyst (CotpyP) by 75 

immersion from a methanolic solution. Fully assembled CotpyP-loaded SrTiO3:La,Rh|Au|RuO2-76 

BiVO4:Mo sheets with relatively large active areas (ca. 5.7 cm× 6 cm) could be prepared (Figure 77 
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1a,b). Scanning electron microscopy and energy dispersive X-ray spectroscopy (SEM–EDX) 78 

mapping confirmed that a Au layer with a thickness of ca. 300 nm supports a particle layer 79 

composed of SrTiO3:La,Rh and RuO2-BiVO4:Mo particles (Figure 1c-h, Supplementary Fig. 1). 80 

Precious-metal-free CotpyP was selected as the cocatalyst because this 3d transition metal-81 

based complex can be easily prepared and readily immobilised on porous metal oxide scaffolds via 82 

its phosphonate anchoring groups, and was previously used for low-overpotential CO2RR on a p-83 

type silicon photoelectrode (m-TiO2|p-Si) in an aqueous electrolyte solution.28 SEM–EDX and X-84 

ray photoelectron spectroscopy (XPS) analyses (Co 2p and N 1s spectra; Supplementary Fig. 2) 85 

suggest that the CotpyP catalyst molecules were adsorbed on both SrTiO3:La,Rh and RuO2-86 

BiVO4:Mo particles. No significant changes were observed in the attenuated total reflection infrared 87 

(ATR-IR) spectra of CotpyP powder and CotpyP grafted on the SrTiO3:La,Rh and RuO2-88 

BiVO4:Mo particles (Supplementary Fig. 3 and Supplementary Table 1), indicating an unchanged 89 

core structure of the catalyst upon immobilisation. The loading amount of CotpyP was estimated 90 

via inductively coupled plasma optical emission spectrometry (ICP-OES) to be ~17 nmol cm‒2 91 

(Supplementary Table 2). 92 

 93 

Performance for photosynthetic CO2RR and water oxidation 94 

Simultaneous production of HCOO‒ and O2 occurred over the CotpyP-loaded 95 

SrTiO3:La,Rh|Au|RuO2-BiVO4:Mo sheets (ca. 1 cm2) in a CO2-saturated KHCO3 aqueous solution 96 

(0.1 M, pH 6.7) under a CO2 atmosphere (1 atm) and simulated solar irradiation (AM 1.5G, 100 97 

mW cm‒2), as shown in Figure 2a. The hybrid photocatalyst sheet enabled an STF of 0.08±0.01%, 98 

while attaining 97±3% selectivity for HCOO‒ formation. The pH of the reaction medium did not 99 

change after 6 hours of irradiation. No products were obtained in the absence of light or either of 100 

the semiconductor powders afforded under the same conditions (Supplementary Table 3). These 101 
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results supported the occurrence of a Z-scheme mechanism in the sheet system, ruling out the 102 

possibilities of significant reduction/oxidation of impurities as sacrificial reagents.  103 

During control experiments performed in an aqueous K2SO4 solution (0.1 M, pH 6.7) without 104 

CO2/HCO3
‒ and purged with N2, no CO2RR products were detected. Continuous H2 and O2 with 105 

trace amounts were observed and the amount of H2 was similar to that produced in the presence of 106 

CO2/HCO3
– (Supplementary Fig. 4 and Supplementary Table 3). These observations indicate that 107 

first the H2 detected from the present sheet was produced via water splitting rather than HCOO‒ 108 

decomposition and, second, highlight the modest catalytic activity of CotpyP for hydrogen 109 

production.28  110 

Isotopic labelling experiments confirmed that HCOO‒ resulted from 13CO2/H
13CO3

‒ (a doublet 111 

attributable to the 13C-coupled proton (1JCH = 195 Hz) was observed by proton nuclear magnetic 112 

resonance (1H NMR) spectroscopy; Figure 2b). The amount of H13COO‒ was quantified as 5.3 μmol 113 

and comparable to that of the formate obtained from normal 12CO2/H
12CO3

‒ conditions 114 

(Supplementary Table 3). The evolution of O2 gas accompanied the reduction reactions in a 115 

stoichiometric ratio of (HCOO‒+H2+CO):O2 = 2.2±0.2 (HCOO‒:O2 = 2.1±0.3), demonstrating a 116 

clean conversion without the need of sacrificial reagents.  117 

In agreement with absorption onsets of both SrTiO3:La,Rh and BiVO4:Mo in the diffuse 118 

reflectance spectra (DRS), HCOO‒ was produced up to λ ≤ 510 nm irradiation (Figure 2c), 119 

indicating that the photoreactions proceeded via bandgap transitions in the semiconductors. The 120 

apparent quantum yield (AQY) at 420±15 nm was 2.6%. A sheet with an active irradiated area of ca. 121 

20 cm2 was prepared and produced HCOO‒ with an STF of 0.06% (Figure 3), which is comparable 122 

to those detected from the 1 cm2 samples (Figure 2a), demonstrating the scalability of our 123 

photocatalyst sheet system.  124 
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The photocatalyst particles covered more than 90% of the underlying Au layer (Figure 1h) and 125 

the exposed Au did not show significant activity for electrocatalytic CO2RR (Supplementary Fig. 5). 126 

Furthermore, the CotpyP-loaded Au film yielded no detectable products without applied potential, 127 

while the SrTiO3:La,Rh|Au|RuO2-BiVO4:Mo sheet without CotpyP produced negligible HCOO‒ 128 

(Supplementary Table 3). The Au layer is thus believed to serve only as an electron transfer 129 

medium between SrTiO3:La,Rh and BiVO4:Mo rather than as a catalyst for CO2RR. 130 

Photocatalytic reactions over the colloidal systems, in which individual semiconductor 131 

powders were suspended in aqueous solution containing sacrificial reagents, were carried out to 132 

ascertain the function of CotpyP (Supplementary Table 4). Upon loading of CotpyP on 133 

SrTiO3:La,Rh, HCOO‒ production became evident in the presence of triethanolamine (TEOA) as an 134 

electron donor, confirming the function of CotpyP as the CO2RR cocatalyst. The turnover number 135 

(TON) for HCOO‒ was 305 after 4 hours. Likewise, photocurrent over the CotpyP-modified 136 

SrTiO3:La,Rh|Au photocathode for CO2RR increased remarkably compared to the pristine 137 

SrTiO3:La,Rh photocathode (Figure 4a). In contrast, O2 evolution showed no significant 138 

improvement after loading CotpyP on either SrTiO3:La,Rh or BiVO4:Mo in an aqueous solution 139 

containing Ag+ as electron acceptor (Supplementary Table 4). Similar photocurrents for the RuO2-140 

BiVO4:Mo|Au photoanode were also observed with and without loading CotpyP on its surface in 141 

an electrolyte solution containing HCOO– (Supplementary Fig. 6). It can therefore be concluded 142 

that CotpyP serves as a CO2RR cocatalyst on SrTiO3:La,Rh, and not as an oxygen evolution or 143 

formate oxidation cocatalyst on BiVO4:Mo. In addition, the O2 evolution rate over RuO2-BiVO4:Mo 144 

sheet in a 0.1 M AgNO3 aqueous solution did not show significant change after loading CotpyP on 145 

its surface (1.2 μmol h–1 cm–2 and 1.3 μmol h–1 cm–2 obtained on RuO2-BiVO4:Mo and 146 

CotpyP/RuO2-BiVO4:Mo sheets, respectively), indicating the negligible impact of CotpyP on the 147 

O2 evolution rate over RuO2-BiVO4:Mo. Considering that BiVO4:Mo is unable to produce HCOO‒ 148 
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from CO2 due to insufficient driving force from its conduction band,29-31 we propose that HCOO‒ 149 

and O2 were therefore generated by two-step photoexcitation over the SrTiO3:La,Rh and BiVO4:Mo 150 

particles (Figure 1a). 151 

In order to investigate the robustness of CotpyP toward O2, the controlled potential electrolysis 152 

experiments (CPE) of CotpyP|m-TiO2|Ti electrode were performed with and without the presence 153 

of O2 (Figure 5). The Faradaic efficiency for HCOO– dropped from 83% to 40% when replacing the 154 

mixture of CO2 and N2 (CO2+N2, 50% each) with that of CO2 and O2 (CO2+O2, 50% each) due to 155 

cooccurrence of the oxygen reduction reaction (Figure 5b). However, the amount of HCOO– 156 

produced did not change substantially (16.1 and 13.7 μmol in 5h using a CO2+N2 and CO2+O2 157 

atmosphere, respectively), implying substantial HCOO‒ production activity remained in the 158 

presence of O2 and the O2 reduction reaction occurred mainly on m-TiO2|Ti electrode, as evidenced 159 

by the red dashed curve in Figure 5a. After re-purging with CO2+N2 and repeating linear sweep 160 

voltammetry (LSV) scan, a significant drop in the CO2 reduction activity was not observed, which 161 

illustrated the O2 tolerance of CotpyP (Figure 5a).32 162 

 163 

Device selectivity and stability 164 

To date, reported photo(electro)chemical reduction of aqueous CO2 to a single product using 165 

molecular catalysts remains scarce, in particular due to the competing proton reduction reaction. For 166 

instance, CotpyP-loaded m-TiO2|p-Si poised at an applied potential of 0 V versus reversible 167 

hydrogen electrode (RHE) favoured PEC H2 production instead of CO2 reduction.28 To investigate 168 

the factors influencing the selectivity of CotpyP, the PEC performance of a CotpyP-loaded 169 

SrTiO3:La,Rh photocathode for CO2RR was studied in a CO2-saturated KHCO3 aqueous solution 170 

(0.1 M, pH 6.7) under a CO2 atmosphere (1 atm) and simulated solar irradiation (AM 1.5G, 100 171 

mW cm‒2). Under 0.0 V versus RHE applied potential in the controlled potential photoelectrolysis 172 
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(CPPE), more H2 than CO and HCOO‒ was produced over CotpyP-SrTiO3:La,Rh (Figure 4b and c), 173 

consistent with results on CotpyP-m-TiO2|p-Si. The CotpyP-SrTiO3:La,Rh|Au achieved a higher 174 

total TON and selectivity for CO and HCOO‒ (144 after 4 h CPPE, 47%) than CotpyP-m-TiO2|p-Si 175 

(20.8 after 8 h CPPE, 37%),28 presumably due to the more negative conduction band potential of 176 

SrTiO3:La,Rh than that of TiO2 (‒1.1 and ‒0.5 V versus NHE at pH 7 for SrTiO3:La,Rh and TiO2, 177 

respectively).  178 

The shared electrode potential, at which the CotpyP-SrTiO3:La,Rh|Au and RuO2-179 

BiVO4:Mo|Au photoelectrodes generate photocathodic and photoanodic currents without external 180 

bias, was estimated to be +0.45 V versus RHE (Supplementary Fig. 7). In contrast, HCOO‒ became 181 

the predominating product with a selectivity of 93±3% (Faradaic efficiency for HCOO‒ production 182 

was 83.9±5.8% over 4 hours) when the potential was increased to +0.5 V versus RHE (Figure 4b 183 

and c). The increasing dominance of hydrogen evolution at higher applied potentials has also 184 

previously been observed on CotpyP-m-TiO2|p-Si photocathode.28 The surface reaction pathways 185 

and rate-determining steps might change caused by a variation in the photo-charging rate and outer 186 

Helmholtz adsorption potential at different applied bias.33-36 Hence, the photocatalyst sheet can 187 

yield HCOO‒ with high selectivity. Additionally, a current-increasing effect (caused by the presence 188 

of formate as an electron donor) was not observed on a RuO2-BiVO4:Mo photoanode in the 189 

electrolyte containing 1.5 mM HCOO‒ (Supplementary Fig. 6), suggesting that the photogenerated 190 

holes in RuO2-BiVO4:Mo selectively oxidise water rather than HCOO‒ due to the high activity of 191 

RuO2 for water oxidation.11,37 192 

The photosynthetic reaction over the CotpyP-SrTiO3:La,Rh|Au|RuO2-BiVO4:Mo sheet was 193 

carried out for 24 hours with the replacement of the reactant medium with a fresh solution and CO2 194 

purging every 6 hours (Figure 4d). The HCOO‒ and O2 formation rates remained at 51% of the 195 

initial activity after 24 hours. The X-ray diffraction (XRD) patterns of the sheet before and after 196 
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reaction (Supplementary Fig. 8) showed that the phases of SrTiO3:La,Rh, BiVO4:Mo and Au did 197 

not change notably. Additionally, no notable peak shift was observed in Co 2p and N 1s XPS 198 

spectra (Supplementary Fig. 2), suggesting that no significant heterogenisation of CotpyP occurred 199 

during the reaction. A small peak attributable to hydrous ruthenium oxide was observed along with 200 

the major peak of RuO2 after the 24-hour reaction conducted in aqueous solution.  201 

While the amount of Ru remaining on the photocatalyst sheet did not remarkably decrease, that 202 

of Co dropped by half after the 24-hour reaction (Supplementary Table 2). Accordingly, the TONs 203 

for HCOO‒ in the first and fourth runs were calculated to be 428 and 447, respectively. Note that 204 

these values are conservative estimates for the TONs because the CotpyP deposited on BiVO4:Mo 205 

was inactive for the CO2RR and other leaching/inactive Co was not taken into account. The 206 

comparable TON in the last run compared with the initial one further confirmed that the function of 207 

the residual CotpyP cocatalyst was preserved.  208 

Reported systems coupling CO2RR with water oxidation for formate production remain scarce, 209 

whether in powder suspension form or bias-free PEC cells. A wired system consisting of a 210 

ruthenium complex-modified N,Zn-Fe2O3 photocathode and a photoanode based on n-type SrTiO3-x 211 

single crystal was reported to produce 1.55 μmol HCOO‒ after 1 hour when the complex loading 212 

amount was 70 nmol, corresponding to a TON for HCOO‒ of 22.38 The reaction rate of the present 213 

sheet system was recovered to 80% of the initial rate by reloading the CotpyP cocatalyst, 214 

suggesting the decrease of the activity is attributable mainly to the drop in the number of active sites 215 

rather than the essential deterioration of the sheet structure. In the future, the efficiency and 216 

durability of the present sheet could be upgraded through improvement in the molecular cocatalyst, 217 

such as replacing phosphonate with a more robust anchoring group or constructing a polymeric 218 

matrix,39 and grafting the molecular cocatalysts on the surface of CO2RR photocatalysts selectively 219 

by photoreduction.40 220 
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Due to the unique structure of photocatalyst sheet, the pH gradient and IR drop between the 221 

SrTiO3:La,Rh and BiVO4:Mo generated during the redox reactions can be effectively suppressed.15 222 

As a consequence, the photocatalyst sheet was five times more active than a conventional bias-free 223 

PEC parallel cell consisting of a CotpyP-SrTiO3:La,Rh photocathode and a RuO2-BiVO4:Mo 224 

photoanode under the same conditions (Supplementary Fig. 9). The photocatalyst sheet design is 225 

particularly beneficial to the molecularly-engineered system because it can be used in the aqueous 226 

solution with a wide range of pH (2.5–7.5).41 Therefore, various molecular catalysts could be 227 

applied to the photocatalyst sheet in future development. In addition, precious-metal-free 228 

photocatalyst sheets with a large area can be readily established by replacing the gold with sputtered 229 

carbon or indium tin oxide nanoparticles.15,24 Hence, this technology displays promising efficiency 230 

as well as advantageous versatility and scalability for combing molecular catalysts and 231 

semiconductors to achieve artificial photosynthesis. 232 

 233 

Conclusions 234 

We demonstrate a hybrid prototype photocatalyst sheet performing photosynthetic CO2RR to 235 

form HCOO‒ with a selectivity of 97±3% and an STF of 0.08±0.01% using water as the electron 236 

donor. This performance is achieved due to the combined high selectivity of an immobilised 237 

precious-metal-free molecular catalysts for CO2RR and the strong water oxidation power of the 238 

semiconductors. The present wireless and stand-alone device couples formate production with water 239 

oxidation using light as the sole energy source, a rarity in the field of wireless CO2 conversion. It 240 

also shows high stability during the photosynthetic reaction without sacrificial reagents and enables 241 

the scalability of the photocatalytic activity. This finding overcomes the hurdle of hybrid 242 

photocatalysts requiring sacrificial reagents in photocatalytic CO2RR constructs and provides the 243 

impetus to study other molecular catalysts for solar fuel production via artificial photosynthesis in 244 
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such an architecture. Although here we focus on production of formic acid – a promising fuel and  245 

H2 carrier –  the simplicity of the assembly process for immobilising molecular catalysts on the 246 

photocatalyst sheet allows the exploration of a wide range of catalysts for various photosynthetic 247 

reactions and products in the future. 248 

 249 

Methods 250 

Synthesis of SrTiO3:La,Rh and BiVO4:Mo powders 251 

SrTiO3:La,Rh (La/(La + Sr) = Rh/(Rh + Ti) = 4 mol%) was synthesised by a two-step solid-252 

state reaction according to a previously reported procedure.24 In the initial step, SrCO3 (Alfa Aesar, 253 

99.99%, heated in air at 573 K for 1 h before use) and rutile-type TiO2 (Sigma-Aldrich, ≥99.98%) 254 

powders were mixed in a mortar at a Sr/Ti ratio of 1.05. The mixture was placed into an alumina 255 

crucible, heated up to 1473 K at 10 K min−1, and kept at the target temperature for 10 h. The sample 256 

was allowed to cool naturally to room temperature. Subsequently, the resulting SrTiO3 was mixed 257 

with La2O3 (La/(La + Sr) = 4 mol%; Fisher Scientific, 99.99%, freshly calcined in air at 1273 K for 258 

12 h before use) and Rh2O3 (Rh/(Rh + Ti) = 4 mol%; Wako Pure Chemical, 98.0‒102.0%), and 259 

heated at 1373 K for 6 h. The heating and cooling procedures were carried out in the same way as 260 

the first step. 261 

BiVO4:Mo (Mo/V = 0.05 mol%) was synthesised via a solid-liquid reaction.42 Layered Mo-262 

doped K3V5O14 was prepared as a precursor by calcining a mixture of K2CO3 (Breckland Scientific, 263 

99.5%), V2O5 (Fisher Scientific, 99.6%) and MoO3 (Mo/V = 0.05 mol%, BDH Chemicals, 99.5%) 264 

in air at 723 K for 5 h. Then, the obtained Mo-doped K3V5O14 was added to a suspension of 265 

BiONO3 (adding stoichiometric Bi(NO3)3·5H2O (Sigma-Aldrich, 98%) in 100 mL distilled water) 266 

and stirred mildly at 343 K for 10 h. The resulting powder was collected by filtration, washed with 267 

distilled water and then dried overnight in air before use. 268 
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 269 

Loading of RuO2 on BiVO4:Mo powders 270 

RuO2, determined by XPS (Supplementary Fig. 2) as an oxygen evolution cocatalyst, was 271 

loaded on BiVO4:Mo particles in advance of the sheet preparation. RuO2 nanoparticles (1 wt%) 272 

were loaded on BiVO4:Mo by following an impregnation method.26 BiVO4:Mo powder (0.1–0.2 g) 273 

was immersed in an aqueous solution containing a given amount of RuCl3 (Acros Organics, 35‒40% 274 

Ru) and placed in a water bath. After evaporating the solution to dryness, the resulting powder was 275 

collected and calcined in air at 623 K for 1 h. 276 

 277 

Fabrication of SrTiO3:La,Rh|Au|RuO2-BiVO4:Mo sheets 278 

SrTiO3:La,Rh|Au|RuO2-BiVO4:Mo photocatalyst sheets were fabricated by a particle transfer 279 

method.24,25 First, a mixture of SrTiO3:La,Rh and RuO2-loaded BiVO4:Mo powders (10 mg each) 280 

was suspended in isopropanol (Sigma-Aldrich, ≥99.5%, 0.5 mL) by ultrasonication for 20 min and 281 

drop-cast on a glass substrate (3 cm × 3 cm). After drying at room temperature, a gold layer was 282 

deposited by thermal vacuum evaporation (Kurt J. Lesker) under a base pressure below 5 × 10−3 Pa. 283 

The thickness of ca. 300 nm of the gold layer was controlled by a crystal sensor and a thickness 284 

monitor. The obtained sample was placed on an alumina plate, heated to 573 K under air at a rate of 285 

10 K min−1, and kept at the target temperature for 20 min to form good contact between gold and 286 

semiconductors.24 This process would damage the CotpyP and thus the molecular cocatalyst was 287 

deposited on the surface after the assembly of the photocatalyst sheet. The Au film supporting the 288 

particulate photocatalysts was then bonded to a second glass plate (1 cm × 1 cm unless otherwise 289 

noted) with adhesive carbon tape and then lifted off the primary glass plate. Finally, the 290 

photocatalyst sheet obtained was ultrasonicated twice, for 2 min each time, in distilled water to 291 

remove excess particles piling up on the particle layer. 292 
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 293 

Assembly of CotpyP on SrTiO3:La,Rh|Au|RuO2-BiVO4:Mo sheets 294 

A methanolic solution of CotpyP (0.25 mM) was prepared by the dropwise addition of a 295 

methanol solution of tpyP (2,2':6',2''-terpyridine-4'-phosphonic acid, HetCat) to a methanol solution 296 

of Co(BF4)2·6H2O (Sigma Aldrich, >99%).28 Ultraviolet-visible (UV-Vis), and 1H NMR spectra are 297 

presented in Supplementary Figs. 10 and 11. Immobilisation of CotpyP on the 298 

SrTiO3:La,Rh|Au|RuO2-BiVO4:Mo photocatalyst sheet was performed by soaking the sheet in the 299 

methanolic solution of CotpyP for 10 h. The CotpyP-loaded SrTiO3:La,Rh|Au|RuO2-BiVO4:Mo 300 

photocatalyst sheet was then rinsed with methanol and dried for ca. 16 h in air before use. 301 

 302 

Fabrication of photoelectrodes and PEC parallel cell 303 

Photoelectrodes of SrTiO3:La,Rh|Au and RuO2-BiVO4:Mo|Au were prepared by the particle 304 

transfer method similar to the fabrication of the photocatalyst sheet. SrTiO3:La,Rh or RuO2-305 

BiVO4:Mo powder (20 mg) was dispersed in isopropanol (0.5 mL) by ultrasonication for 20 min. 306 

The suspension was deposited on a glass substrate (3 cm × 3 cm). Au layers 1.5 μm in thickness 307 

were deposited on the semiconductor particles by vacuum evaporation. The resulting Au film 308 

holding the photocatalyst powder was annealed at 573 K for 20 min and then transferred to another 309 

glass plate (1 cm × 1 cm). Loading of CotpyP on SrTiO3:La,Rh|Au and RuO2-BiVO4:Mo|Au 310 

electrodes was carried out by soaking the electrode in the methanolic solution of CotpyP as 311 

described above for 10 h. The CotpyP-loaded photoelectrodes were then rinsed with methanol and 312 

dried for ca. 16 h in air. Electrical contact was established by embedding a copper wire in indium at 313 

the bottom of the sample. The copper wire and indium were encapsulated with epoxy (Araldite, 314 

Rapid 5-Minute Epoxy). The exposed active area of the photoelectrode after the insulation was ~0.2 315 

cm2. 316 
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The CotpyP-SrTiO3:La,Rh|Au and RuO2-BiVO4:Mo|Au electrodes were connected using 317 

indium solder to form PEC parallel cells with side-by-side placement of the electrodes. The indium 318 

was subsequently covered with epoxy and the exposed area after packaging was about 0.8 cm2. 319 

 320 

Characterisation 321 

XRD patterns of the samples were measured with a PANalytical Empyrean Series 2 instrument 322 

using Cu Kα source operated at 40 kV and 40 mA. The DRS were recorded using an ultraviolet-323 

visible-near-infrared spectrometer (Varian Cary 50 Bio). The SEM-EDX element mapping images 324 

were obtained using a TESCAN MIRA3 FEG-SEM instrument with an Oxford Instruments Aztec 325 

Energy X-maxN 80 system at an acceleration voltage of 15 kV. XPS analysis was carried out at the 326 

EPSRC National Facility for Photoelectron spectroscopy (‘HarwellXPS’) using a Kratos Axis 327 

SUPRA XPS fitted with a monochromated Al kα X-ray source (1486.7 eV), a spherical sector 328 

analyser, 3 multichannel resistive plate and 128 channel delay line detectors. All data were recorded 329 

over a spot size of 700 × 300 µm and at 150 W under a pressure below 10-8 Torr and a room 330 

temperature of 294 K. Electronic charge neutralisation was achieved using a magnetic immersion 331 

lens. Filament current, charge balance and filament bias was 0.27 A,  3.3 V and 3.8 V, respectively. 332 

ICP-OES measurements were recorded on a Thermo Scientific iCAP 7400 ICP-OES DUO 333 

spectrometer. Analyte solutions for ICP-OES were obtained by digesting the sheets in aqueous 334 

HNO3 (>68%) overnight and dilution to 2% vol/vol with Milli-Q water. FT-IR spectra were 335 

collected on a Thermo Scientific Nicolet iS50 FT-IR spectrometer in ATR-IR mode. The 1H NMR 336 

spectra of CotpyP were recorded in a Bruker 500MHz DCH cryoprobe spectrometer at room 337 

temperature. Chemical shifts are given in ppm and are referenced relative to residual protium in the 338 

deuterated methanol and deuterium oxide (Eurisotop). Solution UV-vis spectra were collected using 339 
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an Edinburgh Instruments FS5 spectrofluorimeter with a quartz cuvette (Starna Scientific) at room 340 

temperature.  341 

 342 

Photocatalytic reactions 343 

Z-scheme photosynthetic reactions were carried out in a closed system with side illumination 344 

from Newport Oriel 67005 solar light simulators with Air Mass 1.5 Global (AM 1.5 G) solar filters, 345 

which were calibrated to 100 mW cm−2 (1 Sun) using a certified Newport 1916-R optical power 346 

meter. A LOT-QD LS0816-H large area solar simulator was employed for the scalability tests. The 347 

photocatalyst sheet samples (ca. 1 cm2) were attached to a steel rod and inserted into the reaction 348 

cell containing an aqueous solution of 0.1 M KHCO3 (12 mL) unless otherwise noted. The 349 

photosynthetic reactions over the photocatalyst sheet with an active irradiated area of ca. 20 cm2 350 

were carried out in a custom-built reactor (Figure 3a). Before performing the photosynthetic 351 

reaction, the reactant in the cell was purged for 30 min with CO2 containing 2% CH4 as an internal 352 

standard for gas chromatography (GC) measurements. The pH of the reactant after CO2 purging was 353 

6.7. CO and H2 quantification were executed by manual sampling from the headspace of the 354 

reaction cells into a Shimadzu GC-2010 Plus gas chromatograph with a barrier discharge ionisation 355 

detector. The GC-2010 Plus was equipped with a ShinCarbon micro ST column (0.53 mm diameter) 356 

kept at 313 K using a helium carrier gas. Aliquots (50 µL) of the headspace gas were removed from 357 

the sealed cell using a gastight syringe (Hamilton, GASTIGHT) for GC analysis. The error for the 358 

integrated CH4 peak area in all injections was 2-3%. In addition, no trend (increase or decrease) was 359 

observed on the peak areas during the reaction, indicating that the amount of CH4 did not undergo 360 

significant changes. Formate was analysed by ion chromatography (IC) using a Metrohm 882 361 

Compact IC plus ion chromatography system with a solution of carbonate (4 mM) containing 362 

acetone (50 mL L−1) as the eluent. 1H NMR spectroscopy was conducted on a Bruker 400 MHz 363 
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NMR spectrometer in D2O. The O2 evolution was traced using a NeoFox-GT fluorometer and 364 

Fospor-R fluorescence oxygen sensor probe from Ocean Optics inside a glove box with an O2 365 

concentration of less than 3 ppm. The analytical errors are <5% for quantifying HCOO‒, H2 and CO, 366 

and <10% for O2. 367 

In the colloidal systems for photocatalytic CO2RR, TEOA was used as an electron donor. 368 

SrTiO3:La,Rh powder (2 mg) was added to Pyrex glass photoreactor vials containing an aqueous 369 

solution of TEOA (0.1 M, 2 mL) and capped with rubber septa. For the water oxidation reaction, 370 

BiVO4:Mo powder (2 mg) was dispersed in 2 mL of an AgNO3 (0.1 M) aqueous solution in the 371 

same vials, where Ag+ cations acted as sacrificial electron acceptors. For the CotpyP-SrTiO3:La,Rh 372 

and CotpyP-BiVO4:Mo samples, 65 μL methanolic solution of CotpyP (0.25 mM) was added to 373 

the reactant. After briefly vortexing, the samples were purged with CO2 (for CO2RR) or N2 (for 374 

water oxidation reaction) containing 2% CH4 as an internal standard at ambient pressure for 30 min 375 

and then irradiated by a solar light simulator (AM 1.5G, 100 mW cm−2).  376 

Error bars in the figures and tables correspond to the standard deviation (n = 3). The source 377 

data containing the individual data points used for the statistical analysis are available from the 378 

Cambridge data repository.43 379 

 380 

Photoelectrochemical measurements 381 

The CotpyP-SrTiO3:La,Rh|Au and (CotpyP/)RuO2-BiVO4:Mo|Au electrodes were 382 

characterised in a three-electrode configuration using a Ag/AgCl reference electrode (in saturated 383 

KCl aqueous solution, Basi MW-2030) and a platinum mesh counter electrode. A Selemion (AGC 384 

Engineering) was used as the ion-exchange membrane separating the anodic and cathodic 385 

compartments. The potential of the working electrode was controlled by a potentiostat (Ivium 386 

CompactStat). 0.1 M KHCO3 aqueous solution purged with CO2 containing 2% CH4 for 30 min was 387 
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used as the electrolyte (pH 6.7) under stirring unless otherwise noted. The photoelectrode was 388 

irradiated with a solar simulator (AM 1.5G, 100 mW cm−2). Current-potential curves were measured 389 

at a scan rate of 10 mV s‒1. 390 

 391 

O2-inhibition of CotpyP catalyst 392 

The preparation of the m-TiO2|Ti electrode (TiO2 layer thickness of ~6 µm) was performed 393 

following a previously reported procedure.28 The Ti foil (10 × 20 × 0.25 mm) was sonicated 394 

sequentially in isopropanol and ethanol for 30 min, and dried under a flow of N2. The mesoporous 395 

TiO2 (m-TiO2) scaffold was deposited on Ti foil by slot-coating commercial Ti-nanoxide pastes 396 

(15-20 nm particles, 100 % anatase, Solaronix) over a defined area (0.7 cm × 0.7 cm). The 397 

electrodes were then sintered in a Carbolite furnace under atmospheric conditions at 598 K for 5 398 

min, followed by annealing at 648 K for 5 min, and lastly by annealing at 723 K for 5 min. 399 

Immobilisation of CotpyP on m-TiO2|Ti electrode was carried out by soaking the electrodes in 400 

a methanolic solution of CotpyP (0.25 mM, same solution as that used for photocatalyst sheet) for 401 

16 h.28 Subsequent electrical contact was established in the same manner used on CotpyP-402 

SrTiO3:La,Rh|Au and RuO2-BiVO4:Mo|Au photoelectrodes. 403 

LSV experiments were carried out in the same three-electrode configuration described above in 404 

aqueous KHCO3 solution (0.1 M, pH 6.7) purging with CO2+N2 (50% each) or CO2+O2 (50% each) 405 

for 30 min. The LSV scans were recorded at a scan rate of 50 mV s‒1 from positive to negative 406 

potential. CPE experiments were performed at an applied potential of ‒0.3 V versus RHE. 407 

 408 

Isotopic labelling 409 

The photocatalytic reaction over CotpyP-SrTiO3:La,Rh|Au|RuO2-BiVO4:Mo was performed in 410 

0.1 M NaH13CO3 (Sigma-Aldrich, 98 atom% 13C, 99% (CP)) aqueous solution with 13CO2 (Sigma-411 
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Aldrich, 99.0 atom % 13C, 99% (CP)) as the headspace gas. The amount of HCOO‒ produced in 6 h 412 

was analysed by both IC and 1H NMR spectroscopy on a Bruker 500 MHz DCH cryoprobe 413 

spectrometer at room temperature. 414 

 415 

Quantum yield measurements 416 

The AQY of the Z-scheme photocatalytic reaction was calculated using  417 

AQY = (4R/I) × 100% 418 

Where R and I denote the HCOO‒ production rate and the photon flux of monochromatic light, 419 

respectively. The present system is based on a two-step photoexcitation mechanism. To produce 420 

one formate molecule, two electrons in SrTiO3:La,Rh are consumed in the CO2 reduction reaction, 421 

whereas the two electrons are needed in BiVO4:Mo to combine with the holes in SrTiO3:La,Rh to 422 

complete the reaction. Therefore, four electrons are required to produce one formate molecule.44 423 

The AQYs were determined using a LOT MSH-300 monochromator, the power at different 424 

wavelengths of which was measured using a Thorlabs PM100D power meter with a Thorlabs 425 

S302C thermal power sensor. The wavelength λ with a full width at half maximum of 15 nm was 426 

varied between 390 and 540 nm in 30 nm steps.  427 

 428 

Solar-to-formate conversion efficiency 429 

The STF is given as  430 

STF (%) = (R(HCOO‒) ×∆Gr) / (P × S) × 100 431 

where R(HCOO‒), ∆Gr, P and S indicate the rate of HCOO‒ formation during the Z-scheme reaction, 432 

the reaction Gibbs energy of the CO2 reduction reaction (238 kJ  mol−1),31 the energy intensity of the 433 

AM 1.5G solar irradiation (100 mW cm−2) and the irradiated sample area, respectively. 434 

 435 
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Data Availability 436 

The data supporting the findings of the study are available in the paper and its supplementary 437 

materials. Source data for the main figures (Figs. 2, 3, 4 and 5) are provided with the paper. Other 438 

source data supporting the findings of this study are available from the Cambridge data repository 439 

(https://doi.org/10.17863/CAM.54840).  440 
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 581 

Figure 1 | CotpyP-loaded SrTiO3:La,Rh|Au|RuO2-BiVO4:Mo photocatalyst sheet. a, Energy 582 

diagram depicting photosynthetic CO2RR coupled with water oxidation. b, Photograph of a 6 cm × 583 

5.7 cm CotpyP-loaded SrTiO3:La,Rh|Au|RuO2-BiVO4:Mo photocatalyst sheet prepared by the 584 

particle transfer method. c – h, Top-view SEM–EDX elemental mapping images showing a 585 

superimposition (c) of the distributions of Sr (d), Bi (e), Co (f), Ru (g), and Au (h). 586 

 587 

Figure 2 | Photosynthetic activity of the CotpyP-loaded SrTiO3:La,Rh|Au|RuO2-BiVO4:Mo 588 

sheet for CO2RR coupled to water oxidation under AM 1.5G irradiation. a, A typical time 589 

course of the photosynthetic HCOO‒, O2, H2 and CO production on a CotpyP-loaded 590 

SrTiO3:La,Rh|Au|RuO2-BiVO4:Mo sheet (ca. 1 cm2). The dashed lines are guides to the eye. b, 1H 591 

NMR spectra (D2O, 500 MHz) of the solution after 6-hour irradiation using 12CO2/H
12CO3

‒ (orange 592 

line, top) and 13CO2/H
13CO3

‒ (green line, bottom) as reactants. c, Dependence of AQY for HCOO‒ 593 

production over the sheet on incident light wavelength, along with DRS of SrTiO3:La,Rh (green 594 

line) and BiVO4:Mo (orange line) for comparison. The blue dots indicate the AQYs of the system at 595 

various incident light wavelength. The error bars indicate the incident wavelength with a full width 596 

at half maximum of 15 nm.  The reactions were carried out in a CO2-saturated KHCO3 aqueous 597 

solution (0.1 M, pH 6.7) under a CO2 atmosphere (1 atm). 598 
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 599 

Figure 3 | CotpyP-loaded SrTiO3:La,Rh|Au|RuO2-BiVO4:Mo photocatalyst sheet with an 600 

active irradiated area of ca. 20 cm2 for photosynthetic CO2RR coupled with water oxidation. a, 601 

Photograph of the sheet illuminated with simulated sunlight (AM 1.5G, 100 mW cm−2). b, Time 602 

course of the photosynthetic CO2RR and water oxidation over the sheet. The dashed lines are guides 603 

to the eye. The reaction was carried out in a CO2-saturated 0.1 M KHCO3 aqueous solution (180 mL, 604 

pH 6.7) without sacrificial reagents. 605 

 606 

Figure 4 | Selectivity and stability of the CotpyP-loaded SrTiO3:La,Rh|Au|RuO2-BiVO4:Mo 607 

sheet for CO2RR coupled with water oxidation. a, Typical current-potential curves for a bare 608 

SrTiO3:La,Rh|Au photoelectrode (orange curve) and a CotpyP-SrTiO3:La,Rh|Au photoelectrode 609 

(green curve). b, Typical chronoamperometric curves of the CotpyP-SrTiO3:La,Rh|Au 610 

photoelectrodes at an applied potential of 0.0 V (red line) and +0.5 V (blue line) versus RHE. The 611 

active areas of the photoelectrodes are ~0.2 cm2. c, Dependence of the product distribution on 612 

CotpyP-modified and bare SrTiO3:La,Rh|Au photocathodes on the applied potential after an 613 

experimental runtime of 4 h. The active areas of the photoelectrodes are ~0.2 cm2. Error bars 614 

correspond to the standard deviation (n = 3). d, Time course of CO2RR on a sheet for 30 hours, with 615 

complete replacement of the reactant media and CO2 purging every 6 hours (dash-dotted black lines) 616 

and reloading of the CotpyP cocatalyst in the last run. The “1st, 2nd, 3rd and 4th” indicate the number 617 

of reaction cycles. The dashed lines are guides to the eye. All the above experiments were carried 618 

out in a CO2-saturated KHCO3 aqueous solution (0.1 M, pH 6.7) under a CO2 atmosphere (1 atm) 619 

under simulated solar irradiation (AM 1.5G, 100 mW cm‒2). 620 

 621 
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Figure 5 | O2-tolerance of CotpyP catalyst. a, LSV scans of a CotpyP|m-TiO2|Ti electrode under 622 

CO2+N2 atmosphere (dark blue and dark red solid lines). The dark blue and dark red solid lines 623 

indicate the LSV recorded before and after 5 h of CPE carried out in CO2+O2, respectively. LSV 624 

scans of CotpyP|m-TiO2|Ti recorded under CO2+O2 atmosphere (orange solid line), along with 625 

LSV scans of m-TiO2|Ti under CO2+N2 atmosphere (black dash line) and CO2+O2 atmosphere (red 626 

dash line) are presented for comparison. The scans were recorded in an aqueous KHCO3 solution 627 

(0.1 M, pH 6.7) and dark condition at a scan rate of 50 mV s-1. b, J-t traces from the first 5 hours of 628 

CPE with CotpyP|m-TiO2|Ti under a CO2+N2 atmosphere (red trace) and CO2+O2 atmosphere (blue 629 

trace) at an applied potential of –0.3 V versus RHE. 630 
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